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Abstract 

Background: Electrochemical oxidation considered to be among the best methods in waste water desalination 
and removing toxic metals and organic pesticides from wastewater like Methidathion. The objective of this work is to 
study the electrochemical oxidation of aqueous wastes containing Methidathion using boron doped diamond thin-
film electrodes and SnO2, and to determine the calculated partial charge and frontier electron density parameters.

Results: Electrolysis parameters such as current density, temperature, supporting electrolyte (NaCl) have been opti-
mized. The influences of the electrode materials on methidathion degradation show that BDD is the best electrode 
material to oxidize this pesticide organophosphorous. Energetic cost has been determinate for all experiments. The 
results provide that 2 % of NaCl, 60 mA cm−2 and 25 ºC like the optimized values to carry out the treatment. For BDD 
the achieved Chemical Oxidation Demand reduction was about 85 %, while for SnO2 it was about 73 %. The BDD 
anode appears to be the more promising one for the effective electrochemical treatment of methidathion. Finally 
the theoretical calculation was done by using the calculation program Gaussian 03W, they are a permit to identify 
the phenomena engaged near the electrode and to completely determine the structures of the products of electro-
chemical oxidation formed during the degradation and which they are not quantifiable in experiments because of 
their high reactivity.

Conclusions: The comparison of the results relating to the two electrodes indicates that these materials have a 
power to reduce the quantity of the organic matter in the electrolyzed solution. But the speed of oxidation of these 
compounds is different according to the materials of the electrodes used.
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Background
Electrochemical oxidation considered to be among the 
best methods in waste water desalination and removing 
toxic metals and organic pesticides from wastewater like 

Methidathion [1]. The electrochemical reactions are dif-
ficult and need a lot of explanation. Most of the products 
are depending on the products of oxidation and free radi-
cals. The electrochemical oxidation in wastewater using 
both SnO2 and BDD (boron-doped diamond) as anode 
goes in two steps [2]. The first one is the anodic discharge 
of the water (Eq. 1), in which the hydroxyl group radical 
adsorbed on the electrode surface (M [ ]) as shown in 
Eq. 2.

(1)H2O + M [ ] → M
[

OH−
]

+ H+
+ e−
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in which the hydroxyl radical oxidized the organic matter 
in wastewater.

where RO is the oxidized organic matter. The radicals, 
OH·, O· and ClO· have a very short life-time due to their 
high oxidation potential. Effective pollutant degradation 
depends on the direct electrochemical process due to the 
secondary oxidants which cannot convert all organics to 
water and carbon dioxide [1].

This study concentrates on understanding the behavior 
of degradation and understanding using BDD in degrada-
tion of some pesticides like Methidathion.

Recently, Errami and co works [3–6] demonstrated that 
the pesticides difenoconazol, bupirimate can be electro-
chemically removed from aqueous solutions using BDD 
anodes. They found that current density influence is 
remarkably clear on the BDD electrodes.

We have chosen to study the Methidathion as cited 
above because the pesticides residues analyses from 83 
samples pick up from 20 packinghouses in the area of 
Souss Valley, in the southern part of Morocco, revealed 
that the compounds frequently found are Methidathion, 
Chloropyriphos ethyl, Malathion, Dimethoate and Para-
thion-methyl at a rate of 43, 33, 11, 7 and 4 % respectively 
of the number of samples [7, 8].

Methidathion [O,O-dimethyl-S-(5-methoxy-1,3,4-thi-
adiazolinyl-3-methyl) dithiophosphate] is a widely used 
organophosphorous insecticide, it was chosen as the tar-
get molecule for the present study by its biotoxicity (The 
acute oral LD50, for rats is approximately 54 mg/kg [9].

The experimental results have indicated that the effi-
ciency of electrochemical oxidation of BDD is higher 
than that of SnO2 for the degradation of obsolete methi-
dation organophosphorous pesticide stock. The electro-
chemical degradation mechanism of Methidathion was 
also discussed.

This paper reports the degradation of Methidathion 
solutions by electrochemical method such as anodic oxi-
dation, with a SnO2 and boron-doped diamond (BDD) 
anode. Several techniques were proposed for the pesti-
cides treatment. However the electrochemical oxidation 
is one of the best means in this field.

The objective of this work is to study the electrochemi-
cal oxidation of aqueous wastes containing Methidathion 
using boron doped diamond thin-film electrodes and 
SnO2, and to determine the calculated partial charge and 
frontier electron density parameters.

Methods
Chemicals
To understand the toxicity removal, several measure-
ments of chemical oxygen demand (COD) has been done 

(2)R + M
[

OH−
]

→ M[ ] + RO + H+
+ e−

in triplicate and the three results where almost the same 
with 5 % differences.

The commercial formulation Methidaxide (40 % Methi-
dation) was purchased from Bayer. Sodium chloride with 
high purity was purchased from Aldrich (Germany).

Electrolytic system
The electrode BDD was synthesised using hot filimant 
chemical vapor deposition on conducting p-Si substrate 
(0.1 Ωcm, Siltronix).The filimant temperature was about 
2500  °C while the substrate kept at 830  °C. The reactive 
gas used was methane in an excess of dihydrogene (1 % 
CH4 in H2). The doping gas was trimethylboron with a 
concentration of 3  ppm. The gas mixture was supplied 
to the reaction chamber, providing a 0.24 µm h−1 growth 
rate for the diamond layer. The diamond films were about 
1  µm thick. This HF CVD process produces columnar, 
randomly textured, polycrystalline films.

SnO2 electrode is a commercial grid of surface equal to 
1 cm2 (ECS International).

All electrochemical measurements (Cyclic voltam-
metry and galvanostatic electrolysis) were performed 
with a Potentiostat/Galvanostat PGP 201 associated to 
“Volta-Master1” software. A conventional 100  cm3 ther-
moregulated three electrodes glass cell was used (Tacus-
sel Standard CEC/TH). Saturated calomel electrode (SCE) 
and platinum electrode are respectively, the reference and 
Auxiliary electrodes. The anode was a square plate of BDD 
electrode or SnO2 with effective surface area of 1 cm2.

Galvanostatic electrolysis experiments were carried 
out with a volume of 75 cm3 aqueous solution of Methi-
dathion 1.4  mM during 120  min. The range of applied 
current density was 20–60  mA cm−2 and samples were 
taken, at predetermined intervals during the experiment, 
and submitted for analysis. All tests have been performed 
at different temperature in magnetically stirred and aer-
ated solutions. In all cases sodium chloride was added to 
the electrolytic cell, at different concentrations.

Analytical procedures
The Chemical Oxygen Demand (COD) values were deter-
mined by open reflux, a dichromate titration method. All 
chemicals used in the experiments were of analytical pure 
grade and used without further purification. All meas-
urements were repeated in triplicate and all results were 
observed to be repeatable within a 5 % margin of experi-
mental error. The UV–Vis spectra of Methidathion were 
recorded in 190–400  nm range using a UV–Vis spectro-
photometer (UV-1700 Pharmaspec, Shimadzou) with a 
spectrometric quartz cell (1 cm path length). The method 
used for the extraction of methidathion was adapted from 
Charles and Raymond [10]. For each 5 mL of the sample, 
100 mL of acetone was added and the mixture was stirred 
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for 2 h. The extraction was carried out respectively with 100 
and 50 mL of acetone. After filtration, the residues in ace-
tone were partitioned with saturated aqueous NaCl (30 mL) 
and dichloromethane (70 mL) in a separating funnel. The 
dichloromethane fraction was collected and the separation 
process with (70 mL) dichloromethane were combined and 
dried over anhydrous sodium sulphate. The solvent was 
removed under reduced pressure at 40 °C and the residues 
were dissolved in an acetone-hexane (1:9) mixture (10 mL). 
Samples were analyzed by gas chromatography.

Gas chromatography analysis
Analysis of the methidathion pesticide was carried out with 
a Hewlett–Packard 6890 gas chromatograph equipped with 
an NPD Detector, on-colum injection port, and HP-5 col-
umn (5 % diphenyl copolymer/95 % dimethylpolysiloxane) 
(25 m × 0.32 mm ID, 0.52 μm film thickness)and tempera-
ture programming from 80 to 160  °C at 25  °C/min. 220–
240  °C at 10  °C/min, 80  °C (3.00 min), 160  °C (2.00 min), 
220 °C (10.00 min), 240 °C (8.80 min); Injector temperature 
73–250  °C (180  °C min). The temperature of the detector 
was 300  °C. Carrier gaz (helium) flow rate, 2.6  mL/min; 
makeup gaz (nitrogen) flow rate, 10  mL/min; Air 60  ml/
min; H2 3 mL/min. The injection volume was 1 μL.

Results and discussion
Effect comparative study of electrochemical degradation 
efficiency on BDD and SnO2 electrodes
This paper presents a comparative study of the perfor-
mances of two materials of electrodes, (BDD, SnO2) used 
in the same device under same conditions of electrolysis 
for the electrochemical oxidation of Methidathion. The 
electrodes of BDD and SnO2 were compared under same 
the operating conditions which had been fixed for the 

preceding experiments: the density of current imposed 
60  mA/cm2, the temperature 25  °C, 2  % of NaCl and 
1.4 mM of Methidathion.

The Variation of the concentration
The comparative study of electrochemical degradation 
of Methidathion was also performed on BDD and SnO2 
electrodes. The concentration of Methidathion was meas-
ured using GC/NPD Detector; the variations of methi-
dathion concentration with electrolysis time for the two 
anodes are shown in Fig. 1. However, the decrease trend 
was different on two electrodes. The changes in concen-
trations of the pesticide with the two electrodes, exhibit 
similar kinetic behavior. Indeed, during treatment, there 
is a decrease exponential and rapid concentration of pes-
ticides to their virtual disappearance after 120 min by the 
electrode DDB by cons with SnO2 anode was a slowly 
decreasing the concentration of methidathion relative to 
that observed with the anode DDB. The concentration 
removal decrease from 90 % for BDD electrode to 72 % for 
SnO2 electrode the reaction rate is fast on the BDD anode, 
while the reaction rate is relatively slow on the SnO2 
anode. These results show that the  % of abatement Meth-
idathion found by GC is the same as analyzed by COD.

The Variation of the COD and the abatement as a function 
of time
The variation of the abatement in COD for electrochemi-
cal degradation of Methidathion is represented in Fig. 2. 
The electrolyses were realized in the optimal conditions 
for each electrode BDD and SnO2.

The variation of the abatement of COD as a function of 
time for the two electrodes BDD and SnO2 is represented 
in Fig. 2.
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The result obtained to know the abatement in COD is 
more effective with BDD than with SnO2. The use of the 
BDD permits to attain the abatement in COD of 85  % 
whereas under the same conditions, SnO2 make it per-
mit to attain 75 %. The efficiency of BDD is related to the 
capacity of produce hydroxyls radicals which are very 
powerful oxidants [11, 12].

Figure 3 represents the variation of the COD as a func-
tion of the charge during the electrolysis of the solutions 
of Methidathion for the two anodic materials.

At the beginning of the electrolysis until a charge of 
100 C, the oxidation of Methidathion is more rapid. After 
this charge, the curves of variation of the COD change 
slope, what indicates change of speed of production of 
the hydroxyls radicals.

The reaction of degradation of Methidathion is thus 
limited by the speed of the transfer of the charge. For a 
charge of 432 C the elimination of the COD for BDD and 
SnO2 respectively reached 345.6  mg/L and 612.7  mg/L. 
This indicates that the electrode of BDD is more effective 
than SnO2. These results are confirmed by instantaneous 
current efficiency represented in Fig. 4.

These curves representing ECI in function to time have 
permit to show that the electrode of DDB was more effec-
tive than the electrode of SnO2 with respect to electro-
chemical degradation of Méthidathion. The effectiveness 
of current decreases progressively with the time of elec-
trolysis for the two anode materials, by gradual formation 
of products more difficult to oxidize [13, 14]. At the begin-
ning of electrolysis, ECI >1, this can be interpreted by the 
chemical existence of phenomenon associated with the 
electrochemical reaction; this phenomenon has measur-
able effects only in the first moments of electrolysis [15].

Energy consumption
There are two methods found in the literature to calculate 
the CE. The first method is the COD [11]. In this method 
the COD is measured at different time intervals. The 
Instantaneous current efficiency ICE. Is then calculated as:

where (COD)t and (COD)t+1 are the chemical oxygen 
demands (gO2 L−1) at times t and t +1 (s), respectively. 
I is the applied current (A), F the Faraday constant 
(96,487 Cmol−1) and V is the volume of the electrolyte (L).

This method could be misleading, since it measures the 
ICE with respect to the final product carbon dioxide.

From the energy point of view, the quantity of energy 
necessary during 2  h of electrolysis for two materials of 
anode is represented in Fig. 5. As can be seen from Fig. 5, 
the energy consumption at the beginning of electrolysis is 
approximation the same for the two electrodes. However, 
the abatement in COD is more significant for the electrode 
of BDD than SnO2. As well as the ECI at the first minutes of 
electrolysis, the diamond electrode for ECI was significant.

To destroy 73.4  % of the organic matter, the quantity 
of energy necessary is about 0.024 kWh/g COD for BDD 
pendant was 75 min, while with the SnO2 the necessary 
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energy was about 0.037 kWh/g COD pendant and elec-
trolysis the electrolysis time was about 2.0  h. The dia-
mond electrode is thus more effective energetically than 
SnO2; this difference is related on the working time and 
to to the electrocatalytic activity.

The comparison of these materials of anode during elec-
trolysis of Methidathion permit to conclude, not only that 
the electrode of BDD was more effective than the elec-
trode of SnO2 opposite to the electrochemical degradation 
of Methidathion, but also it more effective energetically.

The absorbance
During the treatment of the solution of Methidation at 
a wavelength of 210 nm, the absorbance decrease in the 
course of the time of electrolysis for the two electrodes 
used BDD and SnO2; the results obtained are represented 
in Fig.  6. For each electrode the absorbance decreases 
quickly at the beginning of the electrolysis, this can be 
explained by the cleanliness of the surface of the electrode 
in the first minutes of treatment. Decrease in the rate of 
reduction with the time of electrolysis; can be explained 
by the adsorption of the organic Matter on the surface of 
the electrode what prevents the direct transfer of elec-
trons between the studied molecule and the electrode.

The electrode BDD has an absorbance lower than that 
of the electrode of SnO2. Thus one can note that electrode 
BDD used under the conditions galvanostatic showed a 
great capacity to mineralize the organic compounds.

Interpretation of the frontier electron density
Frontier electron densities and point charges were cal-
culated using Gaussian 03 program. As summarized in 
Table 1, the results indicated that the most negative point 
charges were located on oxygen atoms O5, O4, O23 and 
O22 of −1.199251; −1.227905; −1.053448; −0.974324, 
respectively. Hence we could expect that the Méthidation 
could be adsorbed on the surface of the electrode maybe 
by oxygen port methyl at natural pH.

According to frontier electron density theory, the cal-
culation of frontier electron density was interesting. The 
primary position for hydroxyl radical ((OH·) attacked the 
atoms with the largest electron density, which presented the 
highest reactivity [16, 17]. In Méthidation, C14, S3 and P1 
are the atoms bearing the high electron density, the primary 
radical attack of (OH·) on C14 should direct with the rup-
ture of the bond C14-S3. The products obtained were not 
detected under our experimental conditions. Could this 
absence of detection be due to the high reactivity of radicals 
(OH·). A new attack was possible in P1 allowing the rupture 
of the bond P1-S3. Figure 7 shows a chemical structure with 
the atom numbers used in the molecular orbital calculation.

Conclusion
Electrolysis of Methidathion was conducted using the 
two electrodes BDD and SnO2, it was performed using 
same conditions for the two electrodes, namely the same 
parameters which had been optimum for the preced-
ing experiments. These parameters include the density 
of current (60  mA/cm2), concentration of the electro-
lyte support (2 %) and the temperature which generates 
a good effectiveness of the electrodes (T =  25  °C). The 
comparison of the results relating to the two electrodes 
indicates that these materials have a power to reduce 
the quantity of the organic matter in the electrolyzed 
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Table 1 Calculated partial charge and frontier electron density derived from RHF/6–31 + G (2d,2p) method

Atom Partial charge Frontier electron density Atom Partial charge Frontier electron density

1P 2.346671 0.61767309 7N −0.755026 0.05074912

2S −0.764807 0.28262232 8N −0.527338 0.00675071

3S −0.519851 0.82272659 9C 1.139560 0.01041556

4O −1.227905 0.15750226 0S −0.182921 0.00631317

5O −1.199251 0.11248018 1C 1.366795 0.02819456

6C 0.626992 0.00669293 2O −0.974324 0.02423551

7C 0.571323 0.0022927 3O −1.053448 0.00168228

14C 0.658733 0.95032112 4C 0.568562 2.5873E-05
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solution. But the speed of oxidation of these compounds 
is different according to the materials of the electrodes 
used. Results showed that, the concentration of the COD 
decreased exponentially during the time of electrolysis. 
This could be related to the direct oxidation with the gen-
erated hydroxyls radicals. It arises from this comparison, 
that the electrode BDD is more effective than SnO2 for 
the electrochemical degradation of Methidathion and for 
the quantity of energy consumed.

Frontier densities were also calculated, results indicated 
the preferential positions of the attack on Méthidation by 
the hydroxyls radicals (OH·). And also the calculation of 
the partial charges indicated that organic molecules pro-
duced form oxidation are trapped on the surface of the 
electrode.

Abbreviations
BDD: boron doped diamand; SDE: saturated calomel electrode; COD: chemi-
cal oxygen demand; CVD: chemical vapor deposition; PGP: potentiostat/
galvanostat.

Authors’ contributions
FH studied the electrolysis parameters such as current density, temperature, 
polarization, etc. ME and LB studied the theoretical calculation using Gausian 
program. RS and SJ are the main corresponding authors who wrote the 
manuscript and put the data together. BH, OH and MH studied the interpreta-
tion of the frontier electron density. All authors read and approved the final 
manuscript.

Author details
1 Faculté des Sciences d’Agadir, Laboratoire Matériaux & Environnement, 
Equipe de Chimie Physique Appliquées, BP 8106, 80000 Agadir, Morocco. 
2 Ecole National des Sciences Appliquées d’Agadir, Laboratoire d’Ingénierie 
des Procédés de l’Energie & de l’Environnement, BP 1136, 80000 Agadir, 

Morocco. 3 Laboratoire d’Innovation et Recherche Appliquée (LIRA), Ecole 
Polytechnique Université Internationale d’Agadir, 80000 Agadir, Morocco. 
4 Department of Chemistry, An-Najah National University, P. O. Box 7, Nablus, 
State of Palestine. 5 LCAE-URAC18, Faculty of Sciences, Mohamed 1st Univer-
sity, 60000 Oujda, Morocco. 

Competing interests
The authors declare that they have no competing interest.

Received: 24 June 2015   Accepted: 6 October 2015

References
 1. Vlyssides A, Arapoglou D, Mai S, Barampouti EM (2005) Electrochemi-

cal detoxification of four phosphorothioate obsolete pesticides stocks. 
Chemosphere 58:439–443

 2. Arapoglou D, Vlyssides A, Israilides C, Zorpas A, Karlis P (2003) Detoxifica-
tion of methyl-parathion pesticide in aqueous solutions by treatment of 
chemical oxidation. J Hazard Mater B98:191–199

 3. Salghi R, Errami M, Hammouti B, Bazzi L (2011) Pesticides in the modern 
world-trends in pesticides analysis. In: Stoytcheva M (ed). In Tech, Rijeka. 
p 71

 4. Hachami F, Salghi R, Errami M, Bazzi L, Hormatallah A, Chakir A, Hammouti 
B (2010) Electrochemical oxidation of methidation organophosphorous 
pesticide. Phys Chem News 52:107–111

 5. Bouya H, Errami M, Salghi R, Bazzi L, Zarrouk A, Al-Deyab SS, Hammouti 
B, Bazzi L, Chakir A (2012) Electrochemical degradation of cypermethrin 
pesticide on a SnO2 anode. Int J Electrochem Sci 7:3453–3465

 6. Errami M, El Mouden OID, Salghi R, Zougagh M, Zarrouk A, Hammouti 
B, Chakir A, Al-Deyab SS, Bouri M (2012) Detoxification of bupirimate 
pesticide in aqueous solutions by electrochemical oxidation. Der Pharm 
Chem 4:297–310

 7. Zine E, Salghi R, Bazzi L, Hormatallah A, Addi EA, Oubahou AA, Chaabene 
H (2006) Persistence of pesticides applied pre-harvest on citrus fruits. 
Fresenius Environ Bull 15(4):255–263

 8. Zerouali E, Salghi R, Hormatallah A, Hammouti B B, Bazz L, Zaafarani M 
(2006) Pesticide residues in tomatoes grown in greenhouses in Souss 

Fig. 7 Chemical structure with the atom numbers used in the molecular orbital calculation



Page 7 of 7Hachami et al. Chemistry Central Journal  (2015) 9:59 

massa valley in Morocco and dissipation of endosulfan and deltamethrin. 
Fresenius Environ Bull 15(4):267–275

 9. Garcı.a-Ripoll A, Amat AM, Arques A, Vicente R, Lopez MF, Oller I, 
Maldonado MI, Gernjak W (2007) Increased biodegradability of Ultracid 
TM in aqueous solutions with solar TiO2 photocatalysis. Chemosphere 
68:293–300

 10. Charles RW, Raymond THT (1991) The pesticide manual, 9th edn, Hance 
RJ. p 212

 11. Errami M, Zougagh M, Bazzi EL, Zarrok H, Salghi R, Zarrouk A, Chakir A, 
Hammouti B, Bazzi L (2013) Electrochemical degradation of buprofezin 
insecticide in aqueous solutions by anodic oxidation at boron-doped 
diamond electrode. Res Chem Intermed 39(2):505–516

 12. Hachami F, Salghi R, Mihit M, Bazzi L, Serrano K, Hormatallah A, Hilali M 
(2008) Electrochemical destruction of methidathion by anodic oxidation 
using a boron-doped diamond electrod. J Altern Energy Ecol 62(6):35–40

 13. Oturan MA (2000) An ecologically effective water treatment technique 
using electrochemically generated hydroxyl radicals for in situ destruc-
tion of organic pollutants: application to herbicide 2,4-D. J Appl Electro-
chem 30:475–482

 14. EZ, thèse de doctorat. Université de Marne-La-Vallée (2004)
 15. BinBin Y, JingBin Z, LiFen G, XiaoQing Y, Limei Z, Xi C (2008) Photocatalytic 

degradation investigation of dicofol. Chin Sci Bull 53(1):27–32
 16. Krivovichev SV (2012) Information-based measures of structural complex-

ity: application to flourite-related structure. Struct Chem 23:1045–1052
 17. Carrier M, Perol N, Herrmann JM, Bordes C, Horikoshi SI, Paisse JO, 

Baudot R, Guillard C (2006) Kinetics and reactional pathway of Imazapyr 
photocatalytic degradation influence of pH and metallic ions. Appl Catal 
BEnviron 65(1):11–20

Open access provides opportunities to our 
colleagues in other parts of the globe, by allowing 

anyone to view the content free of charge.

Publish with ChemistryCentral and every
scientist can read your work free of charge

W. Jeffery Hurst, The Hershey Company.

available free of charge to the entire scientific community
peer reviewed and published immediately upon acceptance
cited in PubMed and archived on PubMed Central
yours     you keep the copyright

Submit your manuscript here:
http://www.chemistrycentral.com/manuscript/


	A comparative study of electrochemical oxidation of methidation organophosphorous pesticide on SnO2 and boron-doped diamond anodes
	Abstract 
	Background: 
	Results: 
	Conclusions: 

	Background
	Methods
	Chemicals
	Electrolytic system
	Analytical procedures
	Gas chromatography analysis

	Results and discussion
	Effect comparative study of electrochemical degradation efficiency on BDD and SnO2 electrodes
	The Variation of the concentration
	The Variation of the COD and the abatement as a function of time
	Energy consumption
	The absorbance
	Interpretation of the frontier electron density

	Conclusion
	Authors’ contributions
	References




